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Analysis of Sludge Batch Nine (SB9) DWPF Pour Stream Glass
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Aiken/Aiken/South Carolina

DWPF pour stream (PS) high-level waste glass samples from Sludge Batch 9 (SB9) are sampled and sent to SRNL for analysis and for archiving
in E-wing Shielded Cells Facility. Each PS sample of glass is ~ 50 grams mass.
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